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 4.30  (a)  A twin boundary is an interface such that atoms on one side are located at mirror image positions 

of those atoms situated on the other boundary side.  The region on one side of this boundary is called a twin. 

 (b)  Mechanical twins are produced as a result of mechanical deformation and generally occur in BCC and 

HCP metals.  Annealing twins form during annealing heat treatments, most often in FCC metals. 
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