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4.31 (a) The interfacial defect that exists for this stacking sequence is a twin boundary, which occurs at

the indicated position.

ABCABiBACBA

The stacking sequence on one side of this position is mirrored on the other side.

(b) The interfacial defect that exists within this FCC stacking sequence is a stacking fault, which occurs

between the two lines.

ABCATCB?ABC

Within this region, the stacking sequence is HCP.

Excerpts from this work may be reproduced by instructors for distribution on a not-for-profit basis for testing or instructional purposes only to
students enrolled in courses for which the textbook has been adopted. Any other reproduction or translation of this work beyond that permitted
by Sections 107 or 108 of the 1976 United States Copyright Act without the permission of the copyright owner is unlawful.



