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CHAPTER 4 

 

IMPERFECTIONS IN SOLIDS 

 

PROBLEM SOLUTIONS 

 

 

 Vacancies and Self-Interstitials 
 
 4.1 In order to compute the fraction of atom sites that are vacant in copper at 1357 K, we must employ 
Equation 4.1.  As stated in the problem, Qv = 0.90 eV/atom.  Thus, 
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= 4.56 x 10-4 
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