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 3.44  (a)  The atomic packing of the (100) plane for the FCC crystal structure is called for.  An FCC unit 

cell, its (100) plane, and the atomic packing of this plane are indicated below. 

 

 
 

 (b)  For this part of the problem we are to show the atomic packing of the (111) plane for the BCC crystal 

structure.  A BCC unit cell, its (111) plane, and the atomic packing of this plane are indicated below. 
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