8-1

CHAPTER 8

FAILURE

PROBLEM SOLUTIONS

Principles of Fracture Mechanics

8.1 This problem asks that we compute the magnitude of the maximum stress that exists at the tip of an

internal crack. Equation 8.1 is employed to solve this problem, as
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