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 Nonferrous Alloys 
 

 11.9  The principal difference between wrought and cast alloys is as follows:  wrought alloys are ductile 

enough so as to be hot or cold worked during fabrication, whereas cast alloys are brittle to the degree that shaping 

by deformation is not possible and they must be fabricated by casting. 
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