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Powder Pressing

13.25 The principal disadvantage of hot-isostatic pressing is that it is expensive. The pressure is applied
on a pre-formed green piece by a gas. Thus, the process is slow, and the equipment required to supply the gas and

withstand the elevated temperature and pressure is costly.
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