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 13.15  (a)  Residual thermal stresses are introduced into a glass piece when it is cooled because surface and 

interior regions cool at different rates, and, therefore, contract different amounts;  since the material will experience 

very little, if any deformation, stresses are established. 

 (b)  Yes, thermal stresses will be introduced because of thermal expansion upon heating for the same 

reason as for thermal contraction upon cooling. 

Excerpts from this work may be reproduced by instructors for distribution on a not-for-profit basis for testing or instructional purposes only to 
students enrolled in courses for which the textbook has been adopted.  Any other reproduction or translation of this work beyond that permitted 
by Sections 107 or 108 of the 1976 United States Copyright Act without the permission of the copyright owner is unlawful. 
 


