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13.15 (a) Residual thermal stresses are introduced into a glass piece when it is cooled because surface and
interior regions cool at different rates, and, therefore, contract different amounts; since the material will experience
very little, if any deformation, stresses are established.

(b) Yes, thermal stresses will be introduced because of thermal expansion upon heating for the same

reason as for thermal contraction upon cooling.
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