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 13.22  (a)  It is important to control the rate of drying inasmuch as if the rate of drying is too rapid, there 

will be nonuniform shrinkage between surface and interior regions, such that warping and/or cracking of the 

ceramic ware may result. 

 (b)  Three factors that affect the rate of drying are temperature, humidity, and rate of air flow.  The rate of 

drying is enhanced by increasing both the temperature and rate of air flow, and by decreasing the humidity of the 

air. 
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