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Now, let us repeat the above procedure for two other values of the surface concentration, say 1.3 wt% C and 1.4 

wt% C.  Below is a tabulation of the results, again using temperatures of 1000°C, 1100°C, and 1200°C. 

 

   
 Cs Temperature Time 
 (wt% C) (°C) s h 
   
  1000 26,700 7.4 

 1.3 1100 9,600 2.7 

  1200 4,000 1.1 

 

  1000 21,100 6.1 

 1.4 1100 7,900 2.2 

  1200 1,500 0.9 
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