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 7.39  Yes, it is possible to reduce the average grain diameter of an undeformed alloy specimen from 0.050 

mm to 0.020 mm.  In order to do this, plastically deform the material at room temperature (i.e., cold work it), and 

then anneal at an elevated temperature in order to allow recrystallization and some grain growth to occur until the 

average grain diameter is 0.020 mm. 
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