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 7.25  This problem asks that we determine the grain size of the brass for which is the subject of Figure 

7.19.  From Figure 7.19(a), the yield strength of brass at 0%CW is approximately 175 MPa (26,000 psi).  This yield 

strength from Figure 7.15 corresponds to a d-1/2 value of approximately 12.0 (mm)-1/2. Thus, d = 6.9 x 10-3 mm. 

Excerpts from this work may be reproduced by instructors for distribution on a not-for-profit basis for testing or instructional purposes only to 
students enrolled in courses for which the textbook has been adopted.  Any other reproduction or translation of this work beyond that permitted 
by Sections 107 or 108 of the 1976 United States Copyright Act without the permission of the copyright owner is unlawful. 
 

 


