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Ceramic Phase Diagrams

12.35 There is only one eutectic for the portion of the ZrOZ-CaO system shown in Figure 12.26, which,

upon cooling, is
Liquid — cubic ZrO, + CaZrO4
There are two eutectoids, which reactions are as follows:
tetragonal — monoclinic ZrO, + cubic ZrO,

cubic — monoclinic ZrO2 + CaZr409
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