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100
ClnAs " (100 B ClnAs)
5668 g/cm® 5316 g/cm’

Within the zinc blende unit cell there are four formula units, and thus, the value of »n’ in Equation 12.1 is 4; hence,

this expression may be written in terms of the concentration of InAs in weight percent as follows:

Ve=1971x1022 cm®
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100

ClnAs " (100 _ ClnAs)
189.74 g/mol 144.64 g/mol

(4 fu/unit cell)

100
CInAs " (100 B CInAs)
5668 g/em® 5316 g/cmd

(6.023 x 1023 fu/mol)

And solving this expression for Cy s leads to €\ . =46.1 wt.
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