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100 — 2y

0 _ 2
mol% A1203 100 = 2y + 50+ 20 x 100

If we solve for y when the mol% of Al,O5 = 39, then y = 7.91. Thus, 7.91 0% vacancies are produced in the

original material that had 200 0% ions. Therefore, the percentage of vacancies is just

% vacancies = % x 100 = 3.96%
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