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 (d)  The strain on the composite is the same as the strain on each of the matrix and fiber phases;  applying 

Equation 6.5 to both matrix and fiber phases leads to 
 

    
εm =  

σm
Em

=  4.4 MPa
2.4 x 103 MPa

=  1.83 x 10-3 

 

    
ε f  =  

σ f
E f

=  242 MPa
131 x 103 MPa

=  1.84 x 10-3 
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