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CHAPTER 16 

 

COMPOSITES 

 

PROBLEM SOLUTIONS 

 

 

Large-Particle Composites 

 

 16.1  The elastic modulus versus volume percent of WC is shown below, on which is included both upper 

and lower bound curves;  these curves were generated using Equations 16.1 and 16.2, respectively, as well as the 

moduli of elasticity for cobalt and WC given in the problem statement. 
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