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 Fabrication of Fibers and Films 

 

 15.42  Fiber materials that are melt spun must be thermoplastic because:  (1) In order to be melt spun, they 

must be capable of forming a viscous liquid when heated, which is not possible for thermosets.  (2) During drawing, 

mechanical elongation must be possible;  inasmuch as thermosetting materials are, in general, hard and relatively 

brittle, they are not easily elongated. 
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