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 15.32  For an amorphous polymer, the elastic modulus may be enhanced by increasing the number of 

crosslinks (while maintaining the molecular weight constant);  this will also enhance the glass transition 

temperature.  Thus, the modulus-glass transition temperature behavior would appear as 
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