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 (c)  Shown below are specific volume-versus-temperature curves for the polystyrene and polypropylene 

materials.  Since both are totally amorphous, they will exhibit the behavior similar to curve A in Figure 15.18.  

However, since the polystyrene repeat unit has a bulkier side group than polypropylene (Table 14.3), its chain 

flexibility will be lower, and, thus, its glass-transition temperature will be higher. 
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